
See discussions, stats, and author profiles for this publication at: https://www.researchgate.net/publication/269722362

Dimerization-Induced Fermi-Surface Reconstruction in IrTe2

Article  in  Physical Review Letters · December 2014

DOI: 10.1103/PhysRevLett.113.266406 · Source: arXiv

CITATIONS

27
READS

137

9 authors, including:

Some of the authors of this publication are also working on these related projects:

Superconductivity in layered materials View project

Kyoo Kim

Korea Atomic Energy Research Institute (KAERI)

155 PUBLICATIONS   3,716 CITATIONS   

SEE PROFILE

Yooseop Jo

Sangmyung University

147 PUBLICATIONS   14,996 CITATIONS   

SEE PROFILE

Eun Sam Choi

Tainan National University of the Arts

172 PUBLICATIONS   3,911 CITATIONS   

SEE PROFILE

Jun Sung Kim

Pohang University of Science and Technology

101 PUBLICATIONS   3,343 CITATIONS   

SEE PROFILE

All content following this page was uploaded by Kyoo Kim on 24 March 2015.

The user has requested enhancement of the downloaded file.

https://www.researchgate.net/publication/269722362_Dimerization-Induced_Fermi-Surface_Reconstruction_in_IrTe2?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_2&_esc=publicationCoverPdf
https://www.researchgate.net/publication/269722362_Dimerization-Induced_Fermi-Surface_Reconstruction_in_IrTe2?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_3&_esc=publicationCoverPdf
https://www.researchgate.net/project/Superconductivity-in-layered-materials?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_9&_esc=publicationCoverPdf
https://www.researchgate.net/?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_1&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Kyoo-Kim-2?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_4&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Kyoo-Kim-2?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_5&_esc=publicationCoverPdf
https://www.researchgate.net/institution/Korea_Atomic_Energy_Research_Institute_KAERI?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_6&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Kyoo-Kim-2?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_7&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Yooseop-Jo?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_4&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Yooseop-Jo?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_5&_esc=publicationCoverPdf
https://www.researchgate.net/institution/Sangmyung_University?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_6&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Yooseop-Jo?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_7&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Eun-Sam-Choi?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_4&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Eun-Sam-Choi?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_5&_esc=publicationCoverPdf
https://www.researchgate.net/institution/Tainan_National_University_of_the_Arts?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_6&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Eun-Sam-Choi?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_7&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Jun-Kim-25?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_4&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Jun-Kim-25?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_5&_esc=publicationCoverPdf
https://www.researchgate.net/institution/Pohang_University_of_Science_and_Technology?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_6&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Jun-Kim-25?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_7&_esc=publicationCoverPdf
https://www.researchgate.net/profile/Kyoo-Kim-2?enrichId=rgreq-dbc0b8d8d172419b3da036e7eab4d244-XXX&enrichSource=Y292ZXJQYWdlOzI2OTcyMjM2MjtBUzoyMTA2NzMwODc4NDg0NDhAMTQyNzIzOTc4NjkyMQ%3D%3D&el=1_x_10&_esc=publicationCoverPdf


ar
X

iv
:1

41
2.

49
24

v1
  [

co
nd

-m
at

.s
tr

-e
l]

  1
6 

D
ec

 2
01

4

Dimerization-Induced Fermi-Surface Reconstruction in IrTe2

Man Jin Eom,1 Kyoo Kim,1, ∗ Y. J. Jo,2 J. J. Yang,3, 4 E. S. Choi,5

B. I. Min,1 J. -H. Park,1, 4 S. -W. Cheong,3, 6 and Jun Sung Kim1, †

1Department of Physics, Pohang University of Science and Technology, Pohang 790-784, Korea
2Department of Physics, Kyungpook National University, Daegu 702-701, Korea

3Laboratory for Pohang Emergent Materials, Pohang University of Science and Technology, Pohang 790-784, Korea
4Max Plank POSTECH Center for Complex Phase Materials,

Pohang University of Science and Technology, Pohang 790-784, Korea
5National High Magnetic Field Laboratory, Florida State University, Tallahassee, Florida 32310, USA

6Rutgers Center for Emergent Materials and Department of Physics and Astronomy, Piscataway, New Jersey 08854, USA

(Dated: December 17, 2014)

We report a de Haas-van Alphen (dHvA) oscillation study on IrTe2 single crystals showing complex
dimer formations. By comparing the angle dependence of dHvA oscillations with band structure
calculations, we show distinct Fermi surface reconstruction induced by a 1/5-type and a 1/8-type
dimerizations. This verifies that an intriguing quasi-two-dimensional conducting plane across the
layers is induced by dimerization in both cases. A phase transition to the 1/8 phase with higher
dimer density reveals that local instabilities associated with intra- and interdimer couplings are the
main driving force for complex dimer formations in IrTe2.

PACS numbers: 71.18.+y, 71.20.-b, 71.30.+h, 74.70.Xa

Multiple orbital degeneracy and its coupling to charge,
spin, and lattice degrees of freedom often lead to the in-
triguing electronic phases with dimerization [1–5]. Var-
ious types of dimerization, ranging from a stripe-type
dimer [1] to a complicated octamer [5, 6], have been ob-
served in the systems with t2g orbital degeneracy, which
are often called as valence bond solids. For compounds
containing a high-Z element Ir, the spatially-extended or-
bitals of 5d electrons and their strong spin-orbit coupling
introduce additional complexity. IrTe2 is a recent can-
didate of such systems, which shows an intriguing dimer
formation [7–17] in a simple layered structure consisting
of edge-sharing IrTe6 octahedra shown in Fig. 1. A first-
order resistive transition occurs at T s1∼ 280 K, due to Ir-
Ir and Te-Te dimer formations with a modulation vector
−→q =(1/5,0,-1/5) [7]. Several mechanisms for the so-called
1/5 dimerization have been proposed [7, 9–13], but yet to
be clarified. In this respect, clarifying the nature of com-
plex dimerization in IrTe2 leads to a better understanding
on orbital-driven instabilities in high-Z transition metal
compounds.

Very recently, an additional phase transition in IrTe2
was observed at T s2 ∼180 K, well inside the 1/5
phase [15]. This suggests that the genuine ground state
of IrTe2 may have a different dimer pattern from the
known 1/5 modulation. Identifying the dimer patterns
and the corresponding electronic structures is crucial for
clarifying the origin of complex dimer formation and the
unusual physical properties in IrTe2. In this Letter,
we present the de Haas-van Alphen (dHvA) study on
high-quality IrTe2 single crystals. In contrast to angle-
dependent photoemission spectroscopy [10–12], dHvA os-
cillations provide a direct access to the bulk Fermi sur-
face (FS) of each domain after dimerization. By compar-

��
��

0 100 200 300
0

10

20

30

0 100 200 300
0

20

40

60

80

0.03 0.04 0.05 0.06 0.06 0.08 0.10 0.12 0.14

ρ 
(µ

 Ω
 c

m
)

T (K)

Sample A

B

a

b

c T��

2a+b

θ

Sample B

T��

 T (K)

T��

 τ �
�	

 (
a

rb
i.
 u

n
it
s
)

1/B (T

�
)

24
�

62
�

140
�

�

�

��
��

���

���  (
a

rb
i.
 u

n
it
s
)

24
�

62
�

120
�

63
�

21
�

1/B (T

�
)

β�

α���
α���

�

β���
γ�

α�
α�α�

α�
α�

�

β

x10

120
�

63
�

21
�

0.0 0.5 1.0 1.5 2.0 2.5 3.0 0.0 0.5 1.0 1.5 2.0

�� � ��

A

��
����

F (kT)

140
�

�
� α�

α�
β� δ�

x10
120

�

F (kT)

FIG. 1: (color online) The left and right columns are for the
sample A and B, respectively. The top panels show the resis-
tivity on cooling and warming. The transitions are indicated
by the arrows. Crystal structure of IrTe2 and the field ori-
entation against the crystallographic axes are shown in the
inset. The middle panels show the typical oscillatory torque
signal (τ osc) for the sample A and B under different tilted B

up to 35 T and 18 T at T = 0.5 K and 2 K, respectively. The
bottom panels show the corresponding FFT peaks with label-
ing according to Figs. 2 and 3. The FFT data for the sample
B are magnified in the high frequency region for clarity.

ing the angle dependence of the dHvA oscillations with
band structure calculations, we verified that the intrigu-
ing quasi two-dimensional (2D) state across the layers is
induced by the dimerization. Furthermore, for the low
temperature phase below Ts2, we found that the dimer
pattern with a modulation vector −→q = (1/8, 0, -1/8)

http://de.arxiv.org/abs/1412.4924v1


2

(a) (b)

(c)

(i)

(e) (f)
(g)

(h)

(d)
a

c

Γ

Α

L
Z

H

M

L(1)

L

L(3)

Γ

��

��

�

�

��

��

� � �
�

��

�
�

�
�

�

� ��

(2)

 ! "# "$ 
 % 

 %&

"% 

"%&

#% 

#%&

 ! "# "$ 
 % 

 %&

"% 

"%&

#% 

#%&

a
' a

(

a
)

c
'*(

+
,-
.
/

θ 012345

c
'*(

θ 012345

a
'

a
(

a
)

FIG. 2: (color online) Crystal structure of IrTe2 (sample A) below the 1/5 dimerization at Ts1, showing (a) the triangular Ir
layer and (b) the layer stacking order. The crystallographic axes for the high-T (a, b, and c) and the low-T (a∗, b∗, and c

∗)
structures are shown. The red box represents the unit cell of the 1/5 phase, and the numeric labels denote the inequivalent Ir
sites. The Ir(3)-Ir(3) dimers and their stripes are marked with blue bonds and green shading, respectively. (c) The BZ of the
high-T (blue) and the low-T (red) phases. The Γ-Z symmetry line of the low-T BZ is pointing to the direction of the Γ-L line
of the high-T BZ. (d) Three possible directions of Γ-Z lines of the low-T BZ against the high-T BZ (red, blue and green) with
the corresponding domain index n (n = 1,2,3) in the parentheses. The shaded plane represents the basal plane of the rotating
magnetic fields. The angle dependence of (e) the measured and (f) the calculated dHvA frequencies for the sample A. The
cross symbols in (e) are unidentified frequencies. (g) The calculated FSs for the 1/5 phase. The letters in (e) and (f) refer to
the Fermi pockets shown in (h) and (i), and their subscripts are the domain index n.

can explain the observed dHvA results. The additional
transition to the 1/8 phase with higher dimer density
reveals the local instability associated with intra- and
inter-dimer coupling as the driving force for the transi-
tions, rather than electronic instability near the Fermi
level. Our findings strongly suggest that IrTe2 is a rare
example where the valence bond ordering and metallicity
coexist.

We investigated two types of IrTe2 single crystals
grown using the Te-flux method with different postcool-
ing procedures, either quenching (Sample A) or slow cool-
ing (Sample B) [18]. The details on experiments and
calculations are provided in the Supplemental Materi-
als [18]. As shown in Fig. 1, they show different behav-
iors of the resistive transitions. For the sample A, a single
transition is clearly observed at T s1∼ 280 K, consistent
with the previous reports [13]. In contrast, the sample
B exhibits two successive transitions at T s1∼ 280 K and
Ts2 ∼ 180 K on cooling. On warming, unusually large
thermal hysteresis is observed up to T s1 ∼ 280 K.

For both samples we obtained clear dHvA oscillations.
The typical oscillating torque signal (τosc) and the cor-
responding fast Fourier transform (FFT) are shown in
Fig. 1. The tilted angle of the magnetic field against
the crystallographic axes of the high-T phase is given in
the inset of Fig. 1. Note that θ = 0◦ corresponds to
B‖c, while θ = 90◦ corresponds to B⊥c and B⊥b (i.e.
B ‖ 2a + b). The sample B shows much stronger dHvA
oscillations, resulting narrower FFT peaks than the sam-
ple A [Fig. 1]. The quantum scattering time for the FS
with similar size of F ∼0.4 kT is found to be a factor
of two larger for the sample B than the sample A [18].

This confirms that the slowly-cooled sample B is a better-
quality crystal than the quenched sample A [19]. From
the Onsager relation, F=(Φ0/2π

2)SF , where Φ0 is the
flux quantum and SF is the cross-sectional area of the
FS normal to the field, we found that the typical size
of the FS is a few nm−2, much smaller than the FS for
the high-T phase [7, 9]. Our dHvA results, therefore,
manifest dimerization-induced FS reconstruction in both
cases.

We first discuss the sample A showing the transition
at T s1∼ 280 K only. In this case, the 1/5 phase is sta-
bilized at low temperature, as illustrated in Figs. 2(a)
and (b) [14, 16, 17]. In this phase, Ir-Ir dimerization
at the Ir(3) sites occurs along the a-axis together with
Te-Te dimerization (not shown), accompanied by charge
transfer from Ir to Te atoms [11, 16]. The Ir ions with
relatively larger valence (Ir4+ like) form dimers running
along the b-axis (a∗-axis), while those with smaller va-
lence (Ir3+ like) do not participate in dimerization. This
leads to stripes of Ir atoms with different charges, and the
sequence along the a-axis is ”33344”, where ”3”(”4”) de-
notes the Ir3+-like (Ir4+-like) site [20]. In the neighboring
layer, the location of these stripes shifts by an unit cell,
resulting a staircase-like arrangement with a modulation
vector −→q = (1/5, 0,−1/5). As a consequence, new Bril-
louin zone (BZ) after dimerization is tilted against the
original BZ [Fig. 2(c)]. The reconstructed FSs, therefore,
are expected to be formed in a tilted BZ, which can be
mapped out from the angle dependent dHvA frequencies.

By comparing the calculated and the observed dHvA
frequencies for the 1/5 phase [Fig. 2(e) and (f)], we iden-
tify the corresponding FS pockets. Here, a magnetic field
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FIG. 3: (color online) The crystal structure of IrTe2 (sample B) below the 1/8 dimerization at Ts2, showing (a) the triangular Ir
layer and (b) the layers stacking. The crystallographic axes for the high-T (a, b, and c) and the low-T (a′, b′, and c

′) structures
are shown. The red box represents the unit cell of the 1/8 phase, and the numeric labels denote the inequivalent Ir sites. The
Ir(2)-Ir(3) dimers and their stripes are marked with blue bonds and the green shading, respectively. The angle dependence of
(c) the measured and (d) the calculated dHvA frequencies for the sample B. The open symbols in (c) are the dHvA frequencies
found in the 1/5 phase, and the cross symbols are unidentified frequencies. (g) The calculated FSs for the 1/8 phase. The
Greek letters in (c) and (d) refer to the Fermi pockets shown in (f) and (g), and their subscripts are the domain index n.

is rotated in the (ΓLA) plane of the original BZ, which
means that the magnetic field is aligned once to the Γ-Z
direction of the new BZ in Fig. 2(c). The low-frequency
branches, denoted as a1 [green in Figs. 2(e) and 2(f)],
correspond to the orbits in the electron pocket centered
at the Γ point [Fig. 2(h)]. The larger electron pocket de-
noted as c [Fig. 2(i)], is partially observed in Fig. 2(e).
In addition, we found several dHvA frequencies [red and
blue in Fig. 2(e)], whose angle dependences are not at all
symmetric against the c-axis of the high-T phase. These
are due to two additional twin domains with relative 120◦

in-plane rotations. These are indicated by the domain in-
dex n = 2 and 3, as compared to the former case with n
= 1. For these domains (n = 2, 3), magnetic field is not
aligned to any symmetry lines of the new BZ during ro-
tation [Fig. 2(d)]. Thus, the calculated dHvA frequencies
for the a-FS from these domains, a2 and a3, show a dis-
tinct angle dependence from a1 of the domain with n = 1.
Taking into account twin domains, we found good agree-
ment between experiments and calculations as shown in
Figs. 2(e) and 2(f). This suggests that the 1/5 phase has
the quasi-2D FS as shown in Fig.2(g) [16, 17].

The quasi-2D FSs in the tilted BZ implies that the
2D conducting plane is formed in the low-T structure,
which is declined by ∼ 10◦ with respect to the struc-
tural Ir and Te layers [Fig. 2(g)]. Such an unusual 2D
system across the layers is due to the Ir-dimerization
pattern [16, 17]. For the dimerized Ir sites, the local
density of states (DOS) at EF is strongly suppressed,
disconnecting the otherwise conducting layers. Since the
stripes of the dimers have a staircase-like arrangement,
as illustrated with the shaded regions in Fig. 2(b), the

remaining Ir sites with relatively larger local DOS are
connected across the layers and form a tilted 2D system.
Our dHvA data, therefore, provide compelling experi-
mental evidence for the intriguing 2D state across the
layers in IrTe2 [17].

Now we discuss the sample B having two successive
transitions at T s1 ∼280 K and T s2 ∼180 K. Figure 3(c)
shows the angle dependence of dHvA frequencies for the
sample B, which are much more complex than the case
of the sample A. The same dHvA branches, found in the
sample A, are also observed as indicated by grey symbols.
However, several new dHvA branches, denoted as α, β,
γ and δ, are clearly observed. This implies that the elec-
tronic structure is reconstructed once again below T s2

∼180 K. The coexistence of the dHvA frequencies from
the 1/5 phase and the new low-T phase can be under-
stood either by the magnetic breakdown effect [21, 22] or
by the phase separation [23]. New dHvA frequencies for
the sample B indicate that the low-T phase below T s2

∼180 K has a distinct dimerization pattern from that of
the 1/5 phase.

In order to understand the dHvA results below Ts2 for
the sample B, we established a new structural model. Re-
cently the scanning tunneling microscopy on the sample
B showed that the 1/8-type dimer pattern is dominant
over the 1/5-type below Ts2 [15, 24]. The correspond-
ing sequence of Ir dimers is therefore ”34433344”-type,
different from the ”33344”-type sequence [24] of the 1/5
phase. Taking this sequence into account, we impose
the 1/8 modulation in the plane and the staircase-like
arrangement along the out-of-plane direction as illus-
trated in Fig. 3(a) and (b). Recent single crystal X-
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ray scattering, in fact, observed the modulation vector
−→q = (1/8, 0,−1/8) for the sample B [25]. Once the 1/8
structure is constructed by setting the Ir dimer patterns,
internal parameters as well as total volume are relaxed
in the calculations [18].

The resulting FSs with the 1/8 dimerization are shown
in Fig. 3(e). As compared to the FSs of the 1/5 phase,
more electron and hole pockets are newly formed, con-
sistent with band folding effects with a large periodic-
ity. Figure 3(d) shows the calculated dHvA frequencies
for three 120◦-rotated domains as the case of the sample
A. The αn branches correspond to the smallest electron
pocket centered at the Γ-point. The other electron pocket
(β), slightly larger in size than the α-pocket is also found
in experiments. In addition, the two smallest hole pock-
ets, γ and δ, centered at the M -point are partly observed.
Good agreement between the measured and calculated
dHvA frequencies as well as the cyclotron masses [18],
especially for the small FSs, confirms that our structural
model captures the correct electronic structures below
Ts2. Similar to the 1/5 phase, the 1/8 phase also has
quasi-2D FSs in a tilted BZ, hosting the intriguing cross-
layer 2D conducting plane.
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FIG. 4: (color online) The left and right columns are for the
1/5 and the 1/8 phase, respectively. The projection of (a)
the 1/5 and (b) the 1/8 structures along the layer direction.
Numeric labels denote the inequivalent Ir sites. The covalent
bond is illustrated with the dxy orbitals in the Ir dimer. The
orange and blue lines indicate the shortened Te-Te bonds.
Partial density of states (DOS) of the Ir 5d orbitals at the Ir
sites in the low-T phases, (c) the 1/5 and (d) the 1/8 phases.
For comparison, we plot the Ir DOS of the high-T phase (HT)
together. The arrows indicate DOS peaks for the antibonding
states of the Ir dimer. The DOS contribution of the 5dxy Ir
orbitals involving dimerization are also shown for (e) the 1/5
and (f) the 1/8 phases.

Having identified the FSs of the 1/5 and the 1/8
phases, we discuss the implication of our result to the ori-
gin of the dimerization in IrTe2. First of all, our dHvA re-
sults show the 1/8 phase is stabilized in the better-quality
crystal (sample B). Also, considering that magnetization
is a thermodynamic quantity, the 1/8 phase identified by
the dHvA effects should be thermodynamically stable.
These results confirm that the 1/8 phase is not a meta-
stable phase, but is rather a genuine ground state. As
illustrated in Fig. 3(b), the 1/8 phase has more Ir dimer
stripes in the layers (two pairs from 8 Ir sites) than the
1/5 phase (one pair from 5 Ir sites) [26]. These observa-
tions strongly suggest that the phase with a higher dimer
density is favored at low temperature when the effects of
impurities or local strains are minimized in IrTe2 [18].

Second, the additional transition to higher dimer den-
sity revealed that electronic instabilities near the EF are
not responsible for the transition. For example, the in-
stabilities due to FS nesting [7] or a van-Hove singularity
near the EF [10] are relieved during the first transition to
the 1/5 phase, which cannot induce the additional tran-
sition to the 1/8 phase. Then, the main driving force
for dimerization should be the local instability related to
the Ir or Te bonding. This contrasts to other TmCh2

(Tm=transition metals, Ch= chalcogens), whose phase
transition is mostly due to charge-density-wave forma-
tion. Rather, the low-T phase in IrTe2 is similar to
the valence bond solids [1–5], where complex dimeriza-
tion, associated with charge/orbital ordering, induces a
”molecular” cluster state.

The band calculations further support our conclusions.
As shown in Fig. 4, the 1/5 dimerization induces substan-
tial change of the DOS in a wide energy range of ±3 eV
near EF [16, 17]. In particular, there is a drastic bonding
and antibonding splitting in the Ir(3)-Ir(3) dimer state,
involving mostly dxy orbitals [Fig. 4(c)], seen by a char-
acteristic DOS peak of the antibonding state near ∼ 0.6
eV above the EF [27]. The bonding-antibonding split-
ting in the Ir dimer states is essential for lowering total
energy [16, 17], leading to Ir charge/orbital ordering in
the 1/5 phase. For the 1/8 phase, two pairs out of 8
Ir ions form dimers, and they are close to each other as
shown in Fig. 4(b). The characteristic antibonding DOS
peak is further split by the 1/8 ordering [Fig. 4(d)]. This
arises from the coupling between the dimers [Fig. 4(f)]
through two additional shortened Te-Te bonds [the blue
bonds in Fig. 4(b)] connecting two adjacent Ir(2)-Ir(3)
dimers across the layer. Therefore, the inter-dimer cou-
pling due to the spatially-extended Ir 5d orbitals and
their hybridization with Te orbitals drive the system to-
wards the phase with higher dimer density. These results
imply that the energy gain from the intra- and inter-
dimer coupling compete with the energy loss from lattice
distortion, and their subtle balance determines the phase
transition in IrTe2 [28].

In conclusion, we identify the FSs for two types of
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the low-T phases of IrTe2, based on the dHvA oscilla-
tions and band structure calculations. For both cases
of the 1/5 and the 1/8 modulations, the unusual quasi-
2D conducting plane across the layers is induced by the
staircase-like arrangement of the Ir and Te dimer stripes.
We found that in a better-quality crystal, the additional
phase transition to the 1/8 phase with a higher dimer
density is induced. This clearly shows that the local
instability for Ir charge and/or orbital ordering is the
main driving force for the complex dimer formation in
IrTe2, similar to the valence bond solids. Our findings
demonstrate that IrTe2 provides a rare example where
the valence bond ordering and metallicity coexist. How
the coupling to itinerant electrons and the spin-orbit cou-
pling play a role for stabilizing the 1/8 phase [18] remains
an important open question.
Note added. Recently we became aware of the related

dHvA study on IrTe2 showing FS reconstruction [29].
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